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HOMELAND HOUSEWARES, LLC.

11755 WILSHIRE BLVD., SUITE 1200, LOS ANGELES, CA 90025, USA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : transparent Plastic.

SGS Job No. : NP14-001828 - NB.

Material Name :. plastic/PCTG.

Date of Sample Received :. 15 Aug 2014.

Testing Period :. 15 Aug 2014 - 21 Aug 2014.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

Bisphenol-A. PASS.

Signed for and on behalf of

SGS-CSTC Ltd..

. .Approved Signatory.

Iris Xiao.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. NGB14-026487.001 plastic/PCTG.Transparent plastic.

Bisphenol-A.

Test Requested :. In accordance with German Food, Articles of Daily Use and Feed Code of September 1, 2005 

(LFGB), Section 30 with amendments, European Commission Implementing Regulation (EU) 

321/2011 amending Regulation (EU) 10/2011 of 14 January 2011 and BfR recommendations, 

to determine bisphenol-A..

Test Method :. With reference to Part II Section D2 of Testing Methods for Foodstuffs, Implements, Containers 

and Packaging, Toys, Detergents, JETRO, Japan External Trade Organization, 2009. Analysis 

was performed by HPLC-MS..

MDLTest Item(s). Limit. Unit.

Prohibited mg/kg.

001.

0.1 NDBisphenol-A.

Notes :.

(1)   mg/kg = milligram per kilogram

(2)   ND = Not Detected

(3)   MDL = Method Detection Limit.
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Sample photo:.

NGBEC1402648701

NGB14-026487.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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